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Company Name
shown on Report

HYSOL HUAWEI ELECTRONICS CO., LTD.

o A TLHEE BT R AR IR X RIEHS S
Address NO.8 ZHENHUA ROAD, HIGH-TECH INDUSTRIAL DEVELOPMENT ZONE,

LIANYUNGANG, JIANGSU
DUF IR i i B Bt 5 8 el B AR BL PR A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

Hotline:400-6788

applicant

FE dt 4 PR IR

Sample Name Mold Compound

FEH TS GR530, GR530-QM

Model No. GR530, GR530-QM

A H 202541

date of manufacture 20254F1 H

e 20 F 2025.02.19

Sample Received Date Feb. 19, 2025

FE A H HA 2025.02.19-2025.02.26

Testing Period Feb. 19, 2025 to Feb. 26, 2025

R ER MR T ER, S AT ERASHE S E"]%(Pb), !E‘%(Cd), ?ﬁ(Hg), ﬁTﬂ%(Cr(VI))a ZIRIIR Inspection & T
(PBBs), % K BK(PBDEs), 4% —FHELHE, #i(As), #i(Be), #i(Sb), BE(P), M (F), &
(CD), #(Br), W), 7RI+ " kE(HBCDD), £33 J5k&(PAHs), IWIRXEHA (TBBP-A), H1
TS A5 (MCCPs), R LHME(PVCO), 2HCEIR(PFOA), AR hiiiR(PFOS), £ il
A7

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers
(PBDESs), Phthalates, Arsenic(As), Beryllium(Be), Antimony(Sb), Phosphorus(P), Fluorine
(F), Chlorine (Cl), Bromine (Br), Iodine (I), Hexabromocyclododecane (HBCDD),
Polycyclic Aromatic Hydrocarbons (PAHs), Tetrabromobisphenol A (TBBP-A), Middle
Chain Chlorinated Paraffins (MCCPs), Polyvinyl Chloride (PVC), Perfluorooctanoic
Acid(PFOA), Perfluorooctane Sulfonates(PFOS), Red phosphorus in the submitted
sample(s).

R 38 R EB LTI

Test Method/Test Result(s)

N R

Spdtiona

Please refer to the following page(s).

H M

Date 2025.02.26

SEIGEL I Lab Manager

A LT EATX T 513515
1 Pinbiao(Shanghai) Co., Ltd.

ert.com

MrRel B
No. R794241519

No.1351, Wanfang Road, Minhang District, Shanghai, China

E-mail:info@ Complaint call:0755-33681700

t E-mail:complaint@cti-cert.com
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- N A
ik iR T S s
Measured
Test Item(s) Test Method Equipment(s)
=1t 1EC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
NI IEC 62321-7-2:2017F1/BLIEC 62321-5:2013 102 4% UV-Vis/ICP-OES
Hexavalent Chromium (Cr(VI)) S
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013
LRI IEC 62321-12:2023 GC-MS
Polybrominated Biphenyls (PBBs)
ZIR IR IEC 62321-12:2023 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AP TR IEC 62321-12:2023 GC-MS
Phthalates (DBP, BBP, DEHP, DIBP)
il %:#US EPA 3052:1996 & US EPA ICP-OES
Arsenic(As) 6010D:2018
Refer to US EPA 3052:1996 & US EPA
6010D:2018
B Z%US EPA 3052:1996 & US EPA ICP-OES
Beryllium(Be) 6010D:2018
Refer to US EPA 3052:1996 & US EPA
6010D:2018
B Z2#US EPA 3052:1996 & US EPA ICP-OES
Antimony(Sb) 6010D:2018
Refer to US EPA 3052:1996 & US EPA
6010D:2018
T 22 US EPA 3052:1996 & US EPA ICP-OES
Phosphorus(P) 6010D:2018
Refer to US EPA 3052:1996 & US EPA
6010D:2018
Er EN 14582:2016 1C
Fluorine (F)
& EN 14582:2016 1C
Chlorine (Cl)
R EN 14582:2016 Ic
Bromine (Br)
fift EN 14582:2016 IC
Iodine (I)
NI+ ki IEC 62321-9:2021 GC-MS
Hexabromocyclododecane (HBCDD)
EZS AfPS GS 2019:01 PAK GC-MS
Polycyclic Aromatic Hydrocarbons (PAHs)

Hotline:400-6788-333  www.cti-cert.com

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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WA T TR 75 ﬂ;ﬂﬁfﬁ

Test Item(s) Test Method Equipment(s)

IRAEA
Tetrabromobisphenol A (TBBP-A)

Z#%US EPA 3550C:2007 & US EPA 8321B:2007
Refer to US EPA 3550C:2007 &
US EPA 8321B:2007

LC-MS-MS/LC-MS

HBE ST 2:#US EPA 3550C:2007 & GC-MS(NCI)
Middle Chain Chlorinated Paraffins (MCCPs) US EPA 8270E:2018
Refer to US EPA 3550C:2007 &
US EPA 8270E:2018
RE I ZHTY/T 001-1996 FT-IR
Polyvinyl Chloride (PVC) Refer to JY/T 001-1996
IR EN 17681-1:2022 LC-MS-MS
Perfluorooctanoic Acid(PFOA)
R B IATE EN 17681-1:2022 LC-MS-MS
Perfluorooctane Sulfonates(PFOS)
SR = R IEC 62321-12:2023 GC-MS
Phthalates
AR GB/T 6040-2019, GB/T 9722-2023, GB/T 17359-2023, | ICP-OES, PY-GC-MS,
Red phosphorus EPA 6010D:2018 FTIR, EM
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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JATHE Tested Item(s) %%O;esult F ik R MDL
# Lead (Pb) N.D. 2 mg/kg

% Cadmium (Cd) N.D. 2 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg
% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg
TR E Tested Item(s) %%O(Eesult FERHEE MDL
ZHELFE Polybrominated Biphenyls (PBBs)

—{REZE Monobromobiphenyl N.D. 25 mg/kg
PRUBER Dibromobiphenyl N.D. 25 mg/kg
—JREXIK Tribromobiphenyl N.D. 25 mg/kg
VUYREXZ Tetrabromobiphenyl N.D. 25 mg/kg
FLIREEZE Pentabromobiphenyl N.D. 25 mg/kg
FSIREEIR. Hexabromobiphenyl N.D. 25 mg/kg
LIREE Heptabromobiphenyl N.D. 25 mg/kg
JUBRELZ Octabromobiphenyl N.D. 25 mg/kg
JUIRIEZR Nonabromobiphenyl N.D. 25 mg/kg
TRELZ Decabromobiphenyl N.D. 25 mg/kg
JRIFE Tested Item(s) %%O(iesult FER R MDL
Z R — B Polybrominated Diphenyl Ethers (PBDEs)

—R 2K Monobromodiphenyl ether N.D. 25 mg/kg
TR Z2RF Dibromodiphenyl ether N.D. 25 mg/kg
=JR KM Tribromodiphenyl ether N.D. 25 mg/kg
VYR — KM% Tetrabromodiphenyl ether N.D. 25 mg/kg
TR KMk Pentabromodiphenyl ether N.D. 25 mg/kg
INIR K Hexabromodiphenyl ether N.D. 25 mg/kg
R —KHF Heptabromodiphenyl ether N.D. 25 mg/kg
J\IR 2Kk Octabromodiphenyl ether N.D. 25 mg/kg
JUIR " KTi¥ Nonabromodiphenyl ether N.D. 25 mg/kg
TR KB Decabromodiphenyl ether N.D. 25 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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7=
TRIME Tested Item(s) R Result

005

R HR MDL

48K FERFE Phthalates (DBP, BBP, DEHP, DIBP)

A2k —HR — T l§ Dibutyl phthalate (DBP) N.D.
CAS#:84-74-2

50 mg/kg

2K HER T B Butyl benzyl N.D.
phthalate (BBP)
CAS#:85-68-7

50 mg/kg

AR R (2-45) LUl Di-(2-ethylhexyl N.D.
phthalate (DEHP)
CAS#:117-81-7

50 mg/kg

AR " HEZ 5 Tl Diisobutyl phthalate N.D.
(DIBP)
CAS#:84-69-5

50 mg/kg

o £ Result
WA H Tested Item(s) HR Resu

TR MDL

(HBCDD)

005

fifi Arsenic (As) N.D. 10 mg/kg

# Beryllium (Be) N.D. 10 mg/kg

B Antimony (Sb) N.D. 10 mg/kg

f# Phosphorus (P) 148 mg/kg 20 mg/kg

IR £ Result

AT E Tested Item(s) o0s HER B MDL
. Fluorine (F) N.D. 10 mg/kg

&, Chlorine (Cl) N.D. 10 mg/kg

#2 Bromine (Br) N.D. 10 mg/kg

fiflt Todine (I) N.D. 10 mg/kg

- 23 Result

JIRTE Tested Ttem(s) ”’%OO:S" FEAHIE MDL
INIRFA+ 4t Hexabromocyclododecane N.D. 20 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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RATE Tested Item(s) %%0 et FHAR R MDL
Z #5542 Polycyclic Aromatic Hydrocarbons (PAHs)

%% Naphthalene N.D. 0.2 mg/kg

9F Phenanthrene 2.5 mg/kg 0.2 mg/kg

B Anthracene 0.4 mg/kg 0.2 mg/kg

% ¥ Fluoranthene 0.7 mg/kg 0.2 mg/kg

EE Pyrene 0.4 mg/kg 0.2 mg/kg

J& Chrysene N.D. 0.2 mg/kg
ZKJf(a)B Benzo(a)anthracene N.D. 0.2 mg/kg
2RI (b)»<¢ . Benzo(b)fluoranthene N.D. 0.2 mg/kg
RIf(k) B Benzo(k)fluoranthene N.D. 0.2 mg/kg
KI()< B Benzo(j)fluoranthene N.D. 0.2 mg/kg
“RIf(a)tE Benzo(a)pyrene N.D. 0.2 mg/kg
ZKIf(e)tE Benzo(e)pyrene N.D. 0.2 mg/kg
—ZJf(a,h)® Dibenzo(a,h)anthracene N.D. 0.2 mg/kg

K If(gh,i)4E Benzo(g,h,i)perylene N.D. 0.2 mg/kg
BiH(1,2,3-cd)tt Indeno(1,2,3-cd)pyrene N.D. 0.2 mg/kg

JF, B¢ Bt & Sum (Phenanthrene, 4.0 mg/kg /
Anthracene, Fluoranthene, Pyrene)

15 PAHs/& & Sum 15 PAHs 4.0 mg/kg /
WABH Tested Item(s) %%oolzesult FEA IR MDL
VYR A Tetrabromobisphenol A N.D. 5 mg/kg
(TBBP-A)

JRTE Tested Item(s) %%Oolzesult FERHR MDL
P S A Middle Chain Chlorinated N.D. 100 mg/kg
Paraffins (MCCPs)

TR E Tested Item(s) %%o Olzes““ F A R MDL

FRE ) Polyvinyl Chloride (PVC)

P Negative

/

JAIE Tested Item(s)

Z 3 Result

T R MDL

005
T FIR Perfluorooctanoic Acid (PFOA) N.D. 0.01 mg/kg
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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S 32 Result .
JATHE Tested Item(s) o5 FR IR MDL
B ERE#EZ Perfluorooctane Sulfonates N.D. 0.01 mg/kg
(PFOS)
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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&
RITE Tested Item(s) %Ool:-esult iR R MDL

48— HEREYS Phthalates

AF2K —H g — TlE Dibutyl phthalate (DBP) N.D. 50 mg/kg
CAS#:84-74-2

A2K —HER T REFEIERE Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)
CAS#:85-68-7

BB IR Wl Dimethyl phthalate N.D. 100 mg/kg
(DMP)
CAS#:131-11-3

LB —H R — C\l§ Di-n-hexyl phthalate N.D. 100 mg/kg
(DNHP/DHEXP)
CAS#:84-75-3

A 2K —Hlig —J%BE Dipentyl phthalate N.D. 100 mg/kg
(DPP/DPENP)
CAS#:131-18-0

AR HR —(2-4.2) O lE Di-(2-ethylhexyl N.D. 50 mg/kg
phthalate (DEHP)
CAS#:117-81-7

AOK —H R IEFME Di-n-octyl phthalate N.D. 100 mg/kg
(DNOP)
CAS#:117-84-0

G2 —H R — % T8 Di-isononyl phthalate N.D. 100 mg/kg
(DINP)
CAS#:28553-12-0,68515-48-0

AR oK — HIfig — #2405 Di-iso-decyl phthalate N.D. 100 mg/kg
(DIDP)
CAS#:26761-40-0,68515-49-1

BROR T HIR 5 Tl Diisobutyl phthalate N.D. 50 mg/kg
(DIBP)
CAS#:84-69-5
SRR _HIR —(2-LE ) LT N.D. 100 mg/kg
Bis(2-ethoxyethyl) phthalate (DEEP)
CAS#:605-54-9

A2 — W R — TH& Dinonyl phthalate (DNP) N.D. 100 mg/kg
CAS#:84-76-4

A 2K iR —J#7EE Diallyl phthalate N.D. 100 mg/kg
(DAP)
CAS#:131-17-9

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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A% Hifig — Z.li§ Diethyl phthalate (DEP) N.D. 100 mg/kg
CAS#:84-66-2

AR ZWR — e Bl N.D. 100 mg/kg

Di-iso-heptyl-phthalates (DIHpP)
CAS#:41451-28-9

R R =7 ClE N.D. 100 mg/kg
Di-iso-hexyl-phthalates (DIHxP)
CAS#:71850-09-4

AR R 5 —FiliE Diisoundecyl N.D. 100 mg/kg
phthalate (DIUP)
CAS#:96507-86-7

AR R S — e R CCR A Lk  4h N.D. 100 mg/kg
) Diundecyl phthalate, branched and linear
(DIUP)

CAS#:85507-79-5

SRR HR — 5/l Diisopentylphthalate N.D. 100 mg/kg
(DIPP)
CAS#:605-50-5

SRR R — 5 2¢15 Diisooctyl phthalate N.D. 100 mg/kg
(DIOP)
CAS#:27554-26-3

AR IR —IE+=J)%lE Ditridecyl N.D. 100 mg/kg
phthalate (DITDP)
CAS#:68515-47-9

AR 2K — H iR W+ =J%ilE Ditrydecyl N.D. 100 mg/kg
phthalates (DTDP)
CAS#:119-06-2

AR 2K — H R W +—JilE Diundecyl N.D. 100 mg/kg
phthalates (DUP)
CAS#:3648-20-2

#ALIK RGeS R (Co-8 L L5, CTE &) N.D. 100 mg/kg
1,2-Benzenedicarboxylic acid,
di-C6-8-branched alkyl esters, C7-rich (DIHP)
CAS#:71888-89-6

*ERAR I ER e I R (C7-11 52 BY RN LR ME 25 44)) N.D. 100 mg/kg
1,2-Benzenedicarboxylic acid,
di-(C7-11)-branched and linear alkyl esters
(DHNUP)

CAS#:68515-42-4

AR R AR IS e TR N.D. 100 mg/kg
N-Pentyl-isopentyl phthalate (NIPP)
CAS#:776297-69-9

Hotline:400-6788-333  www.cti-cert.com  E-mailinfo@

i-cert.com  Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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AROK “H R IE S IE 25 Decyl octyl N.D. 100 mg/kg
phthalate (nDnOP)

CAS#:119-07-3

O MR 5% Tl Diisononyl adipate (DINA) N.D. 100 mg/kg

CAS#:33703-08-1

P Z H R — HlE Dimethyl terephthalates N.D. 100 mg/kg
(DMT)
CAS#:120-61-6

XPR ZHIR —SFliE Dioctyl terephthalate N.D. 100 mg/kg
(DOTP)
CAS#:6422-86-2

C W ZHECHRE Di(2-ethylhexyl) N.D. 100 mg/kg
Adipate (DEHA)
CAS#:103-23-1

*SCEERNELAE,2-28 R R N.D. 100 mg/kg
1,2-Benzenedicarboxylic acid, dipentylester,
branched and linear (BADP)
CAS#:84777-06-0

AR HR— (2-NHEPH) B N.D. 100 mg/kg
Di-2-propylheptyl phthalate (DPHpP)
CAS#:53306-54-0

LRI HIR O (2-2FE ) fiE Hexyl N.D. 100 mg/kg
2-ethylhexyl phthalate (HEHP)
CAS#:75673-16-4
*EEOK R . (C6-C10) Jfedikfig. (283, N.D. 100 mg/kg
FH, O BEI12-AR HRHIE AW
AR HR Ol S 8>0.3%
1,2-benzenedicarboxylic acid, di-C6-10-alkyl
esters; 1,2- benzenedicarboxylic acid, mixed
decyl and hexyl and octyl diesters with > 0.3%
of dihexyl phthalate
CAS#:68515-51-5; 68648-93-1

ARIE IR~ (4-FRE-2- T fis N.D. 100 mg/kg
Bis-(4-methyl-2pentyl) phthalate (BMPP)
CAS#:146-50-9

AR HER — CFE, BEEER SR N.D. 100 mg/kg
1,2-Benzenedicarboxylic acid, dihexyl ester,
branched and linear (NHIHP)
CAS#:68515-50-4

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@

i-cert.com  Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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A2K R I ClE Dicyclohexyl
phthalate (DCHP)
CAS#:84-61-7

N.D.

100 mg/kg

AR R %45 Didecyl phthalate
(DnDP)
CAS#:84-77-5

N.D.

100 mg/kg

LRoR . HiR —FElE Diheptyl phthalate
(DHP)
CAS#:3648-21-3

N.D.

100 mg/kg

A28 — iR — Al Dipropyl phthalate
(DPrP)
CAS#:131-16-8

N.D.

100 mg/kg

AR~ HiZ —"FlE Dibenzyl phthalate
(DBzP)
CAS#:523-31-9

N.D.

100 mg/kg

487 —H R —2KlE Diphenyl phthalate
(DPhP)
CAS#:84-62-8

N.D.

100 mg/kg

A H R —(2-F IR 2
Bis(2-methoxyethyl) phthalate (DMEP)
CAS#:117-82-8

N.D.

100 mg/kg

SRR IR - T HH) O
Bis(2-n-butoxyethyl) phthalate (DBEP)
CAS#:117-83-9

N.D.

100 mg/kg

(BDP)
CAS#:89-19-0

SRZE R T 2: 248 Butyl decyl phthalates

N.D.

100 mg/kg

O R & Dioctyl adipate (DNOA)
CAS#:123-79-5

N.D.

100 mg/kg

PR HER T HI O AR
1-Butyl-2-cyclohexyl phthalate (BCyP)
CAS#:84-64-0

N.D.

100 mg/kg

R =R =5 Trioctyl trimellitate
(TOTM)
CAS#:3319-31-1

N.D.

100 mg/kg

AROR ZHIR T L EHE0E Butyl octyl
phthalate (BOP)
CAS#:84-78-6

N.D.

100 mg/kg

(B2~ H R —3FfE Bis(2-ethylhexyl)
isophthalate (DOIP)
CAS#:137-89-3

N.D.

100 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@

i-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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LTI ER = TlE Acetyl tributyl citrate N.D. 100 mg/kg
(TBOA)

CAS#:77-90-7

*1, 2-3F e —FR R — ¢ &R Diisononyl N.D. 100 mg/kg

hexahydrophthalate (DINCH)
CAS#:166412-78-8;474919-59-0;
X 2R (-2 5L N.D. 100 mg/kg
Bis(hydroxyethyl) terephthalate (BHET)
CAS#:959-26-2

Z R Result

JRIE Tested Item(s) 0 FHEERHE MDL
211§ Red phosphorus N.D. 500 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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R /APALFEIR Sample/Part Description

FE  CTIFAHID Hik

No.  CTI Sample ID Description

1 005 BOE A

Black solid

HVE: TR, &8, K, B, 8, %, BZREREHRSTE.

RI|WESEY, ARG HERE R FHEERRATRES EARRT)HERFAZES - FERFKERR
WX B RARS YR EREYSE L.

= TR R UV CBYIR CRARA BT R B, B3R RN BRAEYIFPRHYIR), & T R R
SrERR, BT DAL BPIRSE SRR i s ) B AR A R ) = B R 2 I R SRR B TR AT

-N.D. = R (MTFIEMHR)
-mg/kg=ppm= HHL—
-AMEFRA S HRALIHPVC)

Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury, Arsenic,
Beryllium, Antimony, Phosphorus.
According to the client's statement, the reasons for the multiple information in the "sample
information" of this report may include (but are not limited to): supplying to different buyers,
being sold to different countries or regions, former names, or mixtures of several substances.
-*=In view of the substances are established as UVCB substances(substances of unknown or
variable composition, complex reaction products or biological materials) consisting of different
and variable constituents, the test results are calculated based on the main constituents of the
representative compounds for substances.

-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
-Negative = Not contained Polyvinyl Chloride(PVC)
HERE: AMEPHERLS RPN, B2, SARTERES. SRR EEA.

Note: The testing data and result(s) in this report is(are) just for scientific research, education, internal
quality control and product development etc.

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.
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AT EA R TE AR P PAHSs & B IR (mg/kg) GERB PPAL I 45 R 528)

Maximum PAHs limits (mg/kg) for the materials with relevant contact/grip and operating surfaces that are to be
categorised based on the results of the risk assessment

—3% Category 1 2K Category 2 =3% Category 3
KRB ELER ST, TR | AR A — RIS 2Rt
. o IR 30FD (K] o 1] AR
AN O AR, 5% Hk*ﬁﬁ?&ﬁﬂﬂﬁaﬁfﬂf’/ (\kﬂj’lﬂ?ﬁ ':F' ) Tﬁﬁﬂﬂ&ﬂf*ﬁ@ﬁﬂﬂrﬁﬁ
TR & ok B A (6] fil) , BCERO R RIS (A S B A | 1 30F0 AN )R (AL k)
W | M oy,
ﬁ§)2009/ 48/BC3E X IF) fhortas ?Ot COYere’ y c%)m?n into s}lllort-tirn? ’
LR 3 LR category 1, coming into g . )
L i il long-term contact (more than 30s) or |  contact (up to 30s) with skin
Y LEEﬁH 7= i short-term repetitive contact** with during the intended or
Materials intended to be skin during the intended or foreseeable use
2% placed in the mouth, or foreseeable use
materials in toys
Parameters . L
according to Directive HELE (< 14%)
2009/48/EC or materials| fit )|, # (< 14%) &j =5
for the use by children AR i (A4 N o
to 3 £ BT A B HAh2k | FEESMESIE
up to 3 years of age B T N RIES
coming into long-term J AR A =
contact with skin (more % @) Other Use by children o l: !
than 30s) during the Use by children (< consumer (< 14 years) ther
intended use 14 years) .(1nclude products (include both consumer
both active and active and products
passive direct passive direct
contact) contact)
FKIF(a)Ee
Benzo(a)pyrene <0.2 <02 <0.5 <05 <1
LS <02 <02 <05 <05 <1
Benzo(e)pyrene
KIf(a) <02 <02 <05 <0.5 <1
Benzo(a)anthracene
FI(b)RE <0.2 <05 < <
Benzo(b)fluoranthene <02 03 :
%?F(])%% <0.2 <0.2 <05 <0.5 <1
Benzo(j)fluoranthene
I (k)R B <02 <02 <0.5 <05 <1
Benzo(k)fluoranthene
E“Chrysene <0.2 <0.2 <0.5 <0.5 <1
TR FF(a,h)E < <0.2
Dibenzo(a,h)anthracene 02 <05 <03 <1
%#(g’h’l)% <02 <02 <0.5 <0.5 <1
Benzo(g,h,i)perylene
BiH(1,2,3-cd) i <02 <0.2 <0.5 <0.5 <1
Indenol(1,2,3-cd)pyrene ’
Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:075 Complaint E-mail:complaint@cti-cert.com
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3E, B R
Phenanthrene, Anthracene,
Fluoranthene, Pyrene

i <5 B <10 B <20 B <50

BE <1
<5 Sum <10 Sum <20 Sum <50 Sum

<1 Sum

Z%Naphthalene <1 <2 <10

és Pﬁlﬁ% -1 <5 <10 <20 <50
um S

oS I A ST S A SR I REACHIE LI S X VITES S0IAUB T RGEM (EU) No. 1272/2013)
Definition "short-term repetitive contact” taken from REACH Annex XVII entry 50 amendment (REGULATION (EU) No.1272/2013)

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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RLIRFE Test Process

1. #i(Pb), H(Cd), %(Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)

FREREM T HERMN I 2t 7 S B A
Weigh sample and place it ::> Add digerstion reagent :> R

in a vessel Digest the sample

F R AR Tl e
E)'J ﬁf‘:lf{tﬂj i pRits
fl ICP-OES LB TkEE H‘f’ ekl Residue o
e 7 Alkali Fusion iof g
<:| Make up with Acid Dissolution <:
Analyzed by Teioria i Filtration
ICP-OES eionized water .
I
Solution
2. 7R(Hg)
Mercury (Hg)
w _%f{;%#&'f?%;%ﬁw , IR Al T A
clg s'amp AR P 1 :> Add digestion reagent ::> Digest the sample
in a vessel
FWEE R A IT
v Ab C: B v
il ICP-OES £ BT KER Alkali Fusion/ Residue s
Al (::I Make up with Acid Dissolution KIE
Analyzed by e Filtration
ICP-OES deionized water .
i
Solution

3. AME&(Cr(VD)
Hexavalent Chromium (Cr(VI))
i it B T 75 28 70

Weigh sample and place it E—s
n a vessel

BEA I A 77

Add digestion reagent

Digest the sample

1

iAW pH 1E B, ol

Fo— ] Adjust the pH value {—]
of the solution Cool and filter

Nt I iR
Add test solution

Iy

%5 pH {8
Adjust the pH value
of the solution

REBTRER

Make up with >

deionized water

Hotline:4

N0-R7 n
WU-0 1 00-030 WWW.LL-LETL LGOI

E-mail:info@

Complaint call

Fi UV-Vis 47 i
Analyzed by UV-Vis

Complaint E-mail:complaint@cti-cert.com
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4. ZWEEIK(PBBs), LI KEX(PBDEs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

RS TEE T A HLz I R AU WA A BN
Weigh sample and place )} Extracted with > Transfer the extract into a
it in a thimble organic solvent volumetric flask

I

I GC-MS 4+t FAA L 77 e %
—
Analyzed by GC-MS Make up with organic solvent
5. WX _FMRBA
Phthalates
PREFE T EE PR BLIE R 2 HRFEWHFRERRIMA
Weigh sample and place ) Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask
Jil GC-MS 4 HAHLE T E %
—
Analyzed by GC-MS Make up with organic solvent

6. B(As), Bi(Be), HhH(Sb), BEP)
Arsenic(As), Beryllium(Be), Antimony(Sb), Phosphorus(P)

B T L R B I A 7 B T R < S R
Weigh sample and place it ina ::> A3 Eiwestion reagerit :> Digest sample in microwave
microwave digestion vessel = - digestion oven
FH AR A/l 2/
e —| il
Jf| ICP-OES EEFKER An‘:’l. ; Gl Residue o
b ik, T Ikali Fusion/ st
(:': Make up wit Acid Dissolution <:
Analyzed by T Filtration
ICP-OES deionized water .
1 ?{E
Solution

PO

Hotline:400-6788

ert.com  E-mailiinfo@ Complaint call:

aAWNY N

N7 e

Complaint E-mail:complaint@cti-cert.com



Hotline:400-6788-333

CTI &0 2

MERS  A2250085238101005E
Report No. A2250085238101005E
7. #W(F), (@, H®®Br), B
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Test Report

Fluorine (F), Chlorine (Cl), Bromine (Br), Iodine (I)

%18 I

21 W

Page 18 of 21

PR T R M

sample cup of bomb

Weigh and place sample ina | —

RARR

Fill the bomb with oxygen

{2 UL PRGERE
Combust the sample in

oxygen bomb

J

N— Make up with K—] Transfer the sample solution
Analyzed by IC : . :
YRR ultra-purity water into a volumetric flask
8. ANEIF+ 2 (HBCDD)
Hexabromocyclododecane (HBCDD)
WEFHTEED R HLIE 1A R R
Weigl le and pl —" Extracted with "
eigh sample and place xtracted wi R ——
it in a thimble organic solvent
] GC-MS 7 FIA LI RIE R FRERBREZFEMA
K—] Make up with K Transfer the extract into a
Analyzed by GC-MS : :
organic solvent volumetric flask

9. ZIFFR(PAHS)

Polycyclic Aromatic Hydrocarbons (PAHs)

HEHEHTEET

Weigh sample and place in a thimble

PR L IR

Extracted with organic solvent

|

Fi GC-MS 47
Analyzed by GC-MS

E-mail:info@cti-cert.com

AL e
Purification/Filtration

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.co
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10. PUFBEXUEFA (TBBP-A)
Tetrabromobisphenol A (TBBP-A)

11 EERAAEEMCCPs)

Al 3 5

Test Report
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Page 19 of 21

3 ‘ AR E T e
PrERS Tt E T : HEHR o AR
" W F"_igP‘ sample and — Extracted with organic :> T . = &
place it in the glass tube R iR
equipment
LC-MS-MS/LC-MS 4737 AEERES R EREREEEMA
) i /-"I_ 3 lr/1_ _ -
Amnalyvzed by —— Malke up with M——  Transfer the extract into a
LC-AMS-MS/TL.C-MS organic solvent volumetric flask

Middle Chain Chlorinated Paraffins (MCCPs)

WEFGTEEF

Weigh sample and place in a thimble

>

R DA FIREEL

Extracted with organic solvent

F GC-MS(NCD%#ff

Analyzed by GC-MS(NCI)

|

I

12. BEZIHBEPVC)
Polyvinyl Chloride (PVC)

LR
Purification/Filtration

IR TR

Select the homogenous material

BT

Cut 1t into pieces

ﬂ

I FT-IR 73 #7
Analyzed by FT-IR

788-333  www.cti-cert.com  E-mail:info@cti-cert.com
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Sample preparation
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13. £FFEM(PFOA), LM ELER(PFOS)
Perfluorooctanoic Acid(PFOA), Perfluorooctane Sulfonates(PFOS)
| A HLI IR |
. “| Extracted with organic solvent :
Sample preparation in an ultrasonic equipment Concentrate the extract
Fl LC-MS-MS %31 AHIERES PR R E R EmA
— Make up with —  Transfer the extract into a
Analyzed by LC-MS-MS ) ,
organic solvent volumetric flask
14. 8%
Red phosphorus
EAR TSR
Red phosphorus test
v : v
ICP-OES Ml PY-GC-MS i
ICP-OES test PY-GC-MS test
I |
>500 mg/kg %5 NO
/& YES
FTIR il IR EM i
FTIR test Solvent extraction EM test
v
FTIR/EM ik
FTIR/EM test
v
| bR
g Analysis result
v
A 4h .
Report
Hotline:400-6788 .CO E-mail:info@ Complaint call:0755-3368 Complaint E-mail:complaint@cti-cert.co
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74 B Statement :
1. MRS RO NS 7, T HE” ARG HEZE TR

R 5
Test Report

321 W

P P A

Plloto(s) of the sample(s)

/ /IHIHI,HH]lllllll”ﬂlll’ﬂll]llﬂ,ml|lllllll|||IIIIllll!|l|ll‘|||l|l\ll\ \l“l‘l\l\“\\\ \\\\\\ \\\\\\\\\\

0 4 5 6 7 8 9 11712 13 14 15 *

10

A2250085238101005

Fvi2

This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. Rtk Wl AR AL R AR A S R, R RO RO E A DT, CTIREL S L S

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the
applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR KRN Z5 RO SZRRE i 1158 5

The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAESAHE M, WESRILAC-G8:09/2019 / CNAS-GLO015:202214 F 1] B4 5% (w=0) — JC 3 58 MR 34T 75 & 1tk 1) 52

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance
Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. RECTIHHFR, AEHYZHEIAMRSE;

Without written approval of CTI, this report can’t be reproduced except in full;

6. W IHR S PRI NE S PN AR ER, LA SO,

In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the
Chinese version shall prevail.

****&%%%***
*** End of report ***
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